B

Mid - America Lining Co.

FIELD DESTRUCTIVE TEST LOG Page_: 1
Project Name 12st Landfill Project Locatlon_' Otsego Twp , Mi Matenal Description. 40 Mil LLDPE
Date DS Seam | Seamer | Mach. Peel Values - Shear Values - Field Lab Pass
Number Number Initials . Number Lbs./Inches Lbs./Inches Pass
9/15/10 1 2/3 MR D-5 3(1) ;3 g? 105 | 114 | 116 P 5
9/15/10 2 10/11 MR D-5 gg gg 17028 115 | 116 | 118 b b
9/15/10 3 5/6 RM D-3 g§ gg 19;0 10 | 17 [ 119 b b
9/15/10 4 118 MR D-5 gg ;g gg 105 | 106 | 110 b b
9/15/10 5 24/25 RM D-3 ;g gg ;g 98 100 | 101 b p
9/15/10 6 22/31 RM D-3 gi ' ;g 21 76 78 83 b b
9/15/10 7 3334 | RM D-3 gg gg gg 95 95 | 101 P b
9/15/10 8 | 3738 | MR D-5 Z,S gg ;‘; 99 | 101 [ 102 b b
9/17/10 9 40/41 MR D-5 ;g ;g ;g 100 | 101 103 p p
9/17/10 10 | 4748 | MR D-5 gg gg gg 103 | 108 | 112 5 b
9M7/10 11 | 5152 | RM D-3 gg ;‘15 ;:14 100 | 102 | 104 b P
" 917110 12 | s6/57 | MR D-5 ;g gg ;; 99 | 101 | 104 p R
9/17/10 13 | 5860 RM D-3 ;; ;g ;g 78 79 80 b b
917110 | 14 |R22/P27| HM | mx-1 | ©3 70 73 73 78 | 8 " ;
9117110 15 | 33/41 HM | mx-1 | 72 76 78 80 81 85 b b
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FIELD DESTRUCTIVE TEST LOG Page: 2 of: 3
Project Name- 12st Landfill Project Location. Otsego Twp , M. Material Description. 40 Mil LLDPE
Date DS Seam | Seamer | Mach. Peel Values - Shear Values - Field Lab Pass
Number| Number| Initials | Number Lbs./Inches Lbs./inches Pass
9/21110 16 63/65 MR D-5 2? g; ;; 79 80 81 P p
9/21/10 17 | 6667 | MR D-5 ;g ;g ?g 78 79 | 81 b b
9/21/10 18 | 65/66 | RM D-3 ;g ;; ;g 81 82 | 82 b b
9/21/10 19 | 36 | HM | mx-1 | ©° 70 71 66 69 | 69 b b
9/23/10 20 | 7172 MR D-5 ;g ;‘15 ;g 85 88 95 P P
9/23/10 21 | e870.| RM D-3 g? gg ;i 81 91 93 P b
9/23/10 22 | 7475 | MR D-5 ;2 Z ;g 80 82 | 87 R b
10/4/10 23 78179 MR D-5 g; 19070 19130 128 | 131 | 144 P P
10/4/10 24 76/87 RM D-3 19083 g ; gg 98 104 | 108 b >
10/4/10 25 | 8384 | Us PRI EDC O I B R P P
10/4/10 26 | 83/89 Js D-1 1901 " gg g; 16 | 119 | 120 p P
10/4/10 27 | 993 MR D-5 19051 gg gg 118 | 118 | 121 b b
10/4/10 28 | 9596 Js D-1 gg gg g; 123 | 123 | 126 b b
10/4/10 29 | 99100 | RM D-3 19021 gg gg 17 | 120 | 122 b b
10/5/10 30 | 7579 HM mx-g [ 67 70 [ 73 73 74 P R
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Page: 3 of: 3
Project Name 12st Landfill Project Location: Otsego Twp , MI Matenal Description- 40 Mil LLDPE
DS Seam | Seamer | Mach. Peel Values - Shear Values - Field
Date . " Lab Pass
Number! Number! Initials | N Lbs./Inches Lbs./Inches Pass
: 88 83 77 99 102 104
10/5/10 31 101/112 MR D-5 89 90 86 P P
80 77 77 75 .76 80
10/5/10 32 116/118 Js D-1 82 81 79 P P
86 74 77 87 92 106
10/5/10 33 54/107 MR D-5 90 81 82 P ) P
79 78 76 88 91 94
10/5/10 34 109/110 JS D-1 83 - 78 82 P P
10/5/10 35 | 497 | WM | mx-s| TS| S| T [ e 78 L T7 P P
10/6/110 % | 2 um | mx-s | 7| B T8 TS| 764 76 P P
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